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BBQ MASTER HONG KONG LIMITED. 
ROOM 2003, C.C. WU BUILDING, 
302-308 HENNESSY ROAD,  
WAN CHAI, HONG KONG 
 
 
Report on the submitted sample said to be 600G DISPOSABLE INSTANT GRILL. 
 
 
SGS Job No. : 2219453 
Style / Item No. : BMB600GL 
Buyer : INTERCOOP LTD. 
Manufacturer : BBQ MASTER HONG KONG LIMITED 
Country of Origin : CHINA 
Country of Destination : ITALY 
Sample Receiving Date : NOV 15 2006 
Testing Period : NOV 15 – 24 2006 
 
 
 
Test Requested : In accordance with German Food & Commodities ACTS LMBG, Section 30 and 

Germany recommendation for metal release. 
For material : Metal or metallic coating – Extractable Heavy Metal. 

 
 
 
Test Method : Sample preparation in 3% acetic acid at 100°C for 2 hours, followed by analysis 

using Inductively Coupled Argon Plasma Spectrometry. 
 
 
 
Test Results : Please refer to the next page. 
 
 
 
Conclusion : When tested as specified, the submitted sample complies with the limit as stated in 

the German Food & Commodities ACTS LMBG, Section 30. 
Hence, the submitted sample complies with the General Requirement (Article 3) in 
EU Regulation (EC) No. 1935/2004 on materials and articles intended to come into 
contact with food. 

 
 
 
Signed for and on behalf of 
SGS Hong Kong Ltd. 
 
 
 
 
  
Wong Tak Ming, William 
Operations Manager 
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Test Results : 
 
 

Result 
(mg/dm2) Test Item 

1 

Maximum Permissible Limit 
(mg/dm2) 

Extractable Lead < 0.001 0.010 
Extractable Cadmium < 0.001 0.005 
Extractable Chromium < 0.010 0.4 
Extractable Nickel < 0.010 0.1 
Extractable Copper < 0.010 0.5 
Extractable Antimony < 0.010 Not Detected 
Extractable Cobalt < 0.010 Not Detected 
 
 
Sample Description : 
1. Silvery Metal (Grill) 
 
 
Note : 1. mg/dm2 = milligram per square decimeter 

2. < = less than 
 
 
Remark  :  Photo appendix is included. 
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